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Applicant: ALDG
Address: 23A, JiangXi Building, 6029 ShenNan Road, FuTian District, ShenZhen

Report on the submitted sample said to be:

Material description: board book

Style/ Model No.: P/O No./ Lot No. :

Color/ Material: Color Test Request Age :  N/A
Manufactory : Buyer : N/A
Country of Origin :  China Country of Export :  USA

Sample received date : February 22,2017
Sample test period : From February 22,2017 to February 24,2017

SUMMERY OF TEST RESULT(S)

Test Iltem(s) Conclusion Remark

The total lead content in substrate materials

(Consumer Products Safety Improvement Act PASS -
(CPSIA) of 2008)

The BBP, DBP & DEHP content requirements of the

Consumer Product Safety Improvement Act PASS -

(CPSIA) of 2008 Sec. 108(a).

The DINP, DIDP & DNOP content requirements of
the Consumer Product Safety Improvement Act PASS -
(CPSIA) of 2008 Sec. 108(b)(1).

*****EOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S)******
Signatories:

.

John Yue
Lab Manager
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Result:

Total Lead Content in Substrate Materials — Consumer Product Safety Improvement Act (CPSIA) of 2008
Sec. 101(a)(2)

Test Method: U.S. CPSC-CH-E1002-08.3 or/fand U.S. CPSC-CH-E1001-08.3

Maximum
. 100 mg/kg
Allowable Limit :
Specimen No. Resultmg/kg] Conclusion
001 10 PASS

Note:
ND = Not detected(<DL)
mg/kg = milligram(s) per kilogram
Detection Limit (mg/kg) : 5

Specimen Description:
001: Clear laminated multi color printed white/grey paper board
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Results:

Phthalates Content in Children’s Toys and Childcare Articles — Consumer Product Safety Improvement
Act (CPSIA) of 2008 Sec. 108(a) Prohibition On Sale of Certain Products Containing Specified Phthalates
- BBP / DBP / DEHP Content

Test Method: U.S. CPSC-CH-C1001-09.3

Test Parameter: BBP DBP DEHP
Limit (%): 0.1 01 0.1 Conclusion
Test Item(s) Result(s) (%)
001 ND ND ND PASS
Note :
BBP = Butyl benzyl phthalate DBP = Dibutyl phthalate DEHP = Di(2-ethylhexyl) phthalate
ND = Not detected(<DL) % = percent 1000 mg/kg =0.1 %
mg/kg = milligram(s) per kilogram Detection Limit (%) : Each 0.005

Phthalates Content in Children’s Toys and Childcare Articles — Consumer Product Safety Improvement
Act (CPSIA) of 2008 Sec. 108(b)(1) Prohibition On Sale of Certain Products Containing Specified
Phthalates — DINP / DIDP / DNOP Content

Test Method: U.S. CPSC-CH-C1001-09.3

Test Parameter: DINP DIDP DNOP
Limit (%): 0.1 01 0.1 Conclusion
Test ltem(s) Result(s) (%)
001 ND ND ND PASS
Note :
DNOP = Di-n-octyl phthalate DINP = Di-iso-nonyl phthalate DIDP = Di-iso-decyl phthalate
ND = Not detected(<DL) % = percent 1000 mg/kg = 0.1 %
mg/kg = milligram(s) per kilogram Detection Limit (%) : Each 0.005

Specimen Description:
001: Clear laminated multi color printed white/grey paper board
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Photograph of Sample

*** End of Report ***
The test report is considered invalidated without both signature and specialized stamp, The result(s) shown in
this test report refer only to the sample(s) tested. Without written approval of SST, this test report shall not be
copied except in full .Detailed description are available at the website http://www.sst-test. com.
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